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PROPOSED PAD ARRANGEMENT:
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- = at Coll former material: Sumikasuper E4008 (LCP), glass-reinforced.
O
N UL file number: ES4705 - UL94V-0
D~ g '—_ I Pin material: CuSn - Ni flash, Sn plated.
— — Max. aperating femp.: acc. fo IEC 60085 class =, 155°C.
] N\ Resistance fo soldering heat: acc. fo IEC 60068-2-20 Test Ta, mefhod 1B, 350°C - 3.5sec.
S E:_I | Solderability: acc. fo IEC 60068-2-20 Part 2, Test Ta, mefthod 1, 235°C - Zsec
) Min. winding area: 2.8 mm
Mean lengfth of furn: 216 mm.
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